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[B05] 
Chrome Iron Nickel Black Spinel
Shepherd Black 376 (PBk 30)
2.8% PVC; size 0.9 µm
{chromium iron oxide selective black}

Wavelength (nm)

I. 
O

bs
er

ve
d 

F
ilm

 P
ro

pe
rt

y

ref.  (s=0.49,u=0.13,v=0.52,n=0.50)
tra.  (s=0.10,u=−0.00,v=0.01,n=0.18)
abs. (s=0.41,u=0.87,v=0.47,n=0.32)

22 µµm/void

uv vis nir

Wavelength (nm)

II.
 K

−
M

 C
oe

ffi
ci

en
t (

m
m

−−1
)

absorption (K)
backscattering (S)

σσ == 0.82

500 1000 1500 2000 2500

Wavelength (nm)

III
. O

bs
er

ve
d 

F
ilm

 R
ef

le
ct

an
ce

25 µµm/white
measured
calculated

23 µµm/black
measured
calculated

sw=0.52, sb=0.47

nw=0.56, nb=0.45

χχw=0.02, χχb=0.01

1:4 tint
(volume B05:volume W03 = 1:4)

Wavelength (nm)

I. 
O

bs
er

ve
d 

F
ilm

 P
ro

pe
rt

y

ref.  (s=0.56,u=0.14,v=0.62,n=0.55)
tra.  (s=0.13,u=−0.00,v=0.03,n=0.23)
abs. (s=0.31,u=0.86,v=0.36,n=0.22)

22 µµm/void

uv vis nir

Wavelength (nm)
II.

 K
−

M
 C

oe
ffi

ci
en

t (
m

m
−−1

)

absorption (K)
backscattering (S)

σσ == 0.80

500 1000 1500 2000 2500

Wavelength (nm)

III
. O

bs
er

ve
d 

F
ilm

 R
ef

le
ct

an
ce

25 µµm/white
measured
calculated

24 µµm/black
measured
calculated

sw=0.61, sb=0.53

nw=0.64, nb=0.50

χχw=0.01, χχb=0.01

1:9 tint
(volume B05:volume W03 = 1:9)

Wavelength (nm)

I. 
O

bs
er

ve
d 

F
ilm

 P
ro

pe
rt

y

ref.  (s=0.73,u=0.13,v=0.85,n=0.68)
tra.  (s=0.20,u=0.00,v=0.11,n=0.28)
abs. (s=0.08,u=0.87,v=0.04,n=0.04)

24 µµm/void

uv vis nir

Wavelength (nm)

II.
 K

−
M

 C
oe

ffi
ci

en
t (

m
m

−−1
)

absorption (K)
backscattering (S)

σσ == 0.83

500 1000 1500 2000 2500

Wavelength (nm)
III

. O
bs

er
ve

d 
F

ilm
 R

ef
le

ct
an

ce

25 µµm/white
measured
calculated

26 µµm/black
measured
calculated

sw=0.88, sb=0.69

nw=0.88, nb=0.61

χχw=0.03, χχb=0.02

[W03] 
Titanium White (i)
Titanium Dioxide (PW 6)
22.8% PVC
{titanium dioxide white}


