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[G03] 
Chromium Green−Black Modified
Ferro Camouflage Green V−12650 
4.8% PVC; size 1.1 µm
{modified chromium oxide green}
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[R09] 
Naphthol Red Light
Naphthol AS−OL (PR 9)
36.4% PVC
{organic red}


