1I. K-M Coefficient (mm_l) I. Observed Film Property

I1l. Observed Film Reflectance
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ref. (s=0.52,u=0.18,v=0.56,n=0.52)
e fra. (s=0.39,u=0.02,v=0.36,n=0.46)
e abs. (s=0.09,u=0.80,v=0.09,n=0.02)

37 pm/void
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ref. (s=0.28,u=0.13,v=0.22,n=0.35)
e tra. (s=0.46,u=0.14,v=0.35,n=0.58)
e abs. (s=0.26,u=0.73,v=0.42,n=0.07)

i 15 pm/void
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_L 23 pm/void

4/

ref. (s=0.22,u=0.05,v=0.07,n=0.36)
e tra. (s=0.37,u=0.18,v=0.22,n=0.51)
e abs. (s=0.41,u=0.76,v=0.71,n=0.13)
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31 pm/white 31 pm/black 18 pm/white 16 pm/black 22 pm/white 23 pm/black
measured e measured measured e measured measured e measured
calculated eees calculated calculated eees calculated calculated «ees calculated
$,=0.85, 5,=0.43 ] $4,=0.56, 5,=0.21 ] s,=0.41, 5,=0.14
n,=0.90, n,=0.42 - n,=0.79, n,=0.23 - n,=0.71, n,=0.22
Xw=0.037%,=0.02 k %w=0.03, X,=0.01 k %w=0.03, X,=0.01
I LAS
IIIIIIIIIIIIIIIIIIIII IIIIIIIIIIIIIIIIIIIII IIIIIIIIIIIIIIIIIIIII
500 1000 1500 2000 2500 500 1000 1500 2000 2500 500 1000 1500 2000
Wavelength (nm) Wavelength (nm) Wavelength (nm)
[PO5] 1:1 mixture [G03]

Interference Green

Mica Coated w/Titanium Dioxide
9.4% PVC

{mica + titanium dioxide}

(volume PO5:volume GO3 = 1:1)

Chromium Green-Black Modified
Ferro Camouflage Green V-12650
4.8% PVC; size 1.1 pm

{modified chromium oxide green}

2500



