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sw=0.85, sb=0.69

nw=0.88, nb=0.65

χχw=0.02, χχb=0.01

[W01] 
Inorganic Oxide White
Ishihara Tipaque CR−90 (PW 6)
15.2% PVC; size 0.25 µm
{titanium dioxide white}


