
Wavelength (nm)

I. 
O

bs
er

ve
d 

F
ilm

 P
ro

pe
rt

y

0
0.

2
0.

4
0.

6
0.

8
1

ref.  (s=0.41,u=0.04,v=0.39,n=0.45)
tra.  (s=0.33,u=0.00,v=0.18,n=0.49)
abs. (s=0.26,u=0.96,v=0.43,n=0.05)

24 µµm/void

uv vis nir

Wavelength (nm)

II.
 K

−
M

 C
oe

ffi
ci

en
t (

m
m

−−1
)

10
−

1
10

0
10

1
10

2
10

3

absorption (K)
backscattering (S)

σσ == 0.72

500 1000 1500 2000 2500

Wavelength (nm)

III
. O

bs
er

ve
d 

F
ilm

 R
ef

le
ct

an
ce

0
0.

2
0.

4
0.

6
0.

8
1

30 µµm/white
measured
calculated

25 µµm/black
measured
calculated
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[Y03] 
Chrome Yellow
Dominion Color Krolor KY−781−D (PY 34)
10.2% PVC
{chrome yellow}


